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TEST REPORT

Client :

8 Loughlin Street

Test Number   :

Issue Date       :

18-004141

Rozelle NSW 2039 Print Date        : 7/08/2018

Inspired Floorcoverings

2/08/2018

Loop pile carpet tilesSample Description

Colour : Brown

BSEN 985-2011

Test A

Castor Chair Test 

Number of cycles 5,000 25,000

Delamination observed NoNo

Change in surface structure rating 2.53

Colour change rating 33.5

Grey scale ISO 105-A02-1993 used for assessing change in colour.

Conditioning was conducted in accordance with AS 2001.1-1995.

Rating scale: 1 = Very severe change   5 = No change

0205/11/06

Samples, and their identifying descriptions have been provided by the client unless otherwise stated.

AWTA Ltd makes no warranty, implied or otherwise, as to the source of the tested samples. The above test

results relate only to the sample or samples tested. The above test results are designed to provide THE

CLIENT WITH GUIDANCE INFORMATION ONLY.

This document shall not be reproduced except in full and shall be rendered void ifamended or altered.

This document, the names AWTA Product Testing and AWTA Ltd may be used in advertising providing the

content and format of the advertisement have been approved in advance by theManaging Director of 

AWTA Ltd.
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